CERTIFICATE OF INSPECTION

PURCHASER : 7TMW INC.
PO. NUMBER : §81-070306
COMMODTTY : DIN 931 HALF THREAD CL 10.9

SIZE ;
LOYNO:

M20-P2.50X75
1307033128

SHIP QUANTITY : 6.800 PCS
HEADMARKS : GENIUS SYMBOL & 10.9

PACKING NO: (70905005

INVOICENO:  §S§1-070922 MA
PARTNO:

ACCREDITED
NO:1282-01
VALIDITY:MAY 31,2025
MECHANICAL TESTING

SAMPLING PLAN : ANSI/ASME B18.18.2M
HEAT NO:. 756.2273
MATERIAL : SCM435
FINISH . H.T. PLAIN

PERCENTAGE COMPOSITION OF CHEMISTRY :

Chemistry 7 C% Cr¥% Mn% Mo% P% 8% |
Spec.:MIN.D 03300 09000 06000 00500 © 01500
MAX.! 03800 1.2000  0.8500 03000 . 0.0300 _ 0.0300 : 03500
Ttmwafwi 03300~ 1.0000  0.6700 0.(800  0.0080 - 0.0030 _ 0.2100
DIMENSIONAL INSPECTIONS : ACCORDING TO 1504014
TEST DATE : 2023/08/08 SAMPLED BY: WEN DUAN
INSPECTIONS ITEM  SAMPLE SIZE.  TESTMETHOD SPECIFIED
SURFACE DISCONTINUIT 100 :
THREAD LENGTH 32 MIL-STD-120 - Min. 46.000 MM
MAJOR DIAMETER 32 MIL-STD-120 19620~ 19.950 MM
BODY DIAMETER 32 MIL-STD-120 19,670~ 20.000 MM
WIDTH ACROSS COMERS 32 MIL-STD-120  ° Min. 33.530 MM
THREAD 32 MIL-STD-120 . 6g
HEIGHT 32 MIL-STD-120 12.250- 12,710 MM
NOMINATL LENGTH £V MIT-STD-120 74.400- 75.600 MM
WIDTH ACROSS FLATS 32 MIL-STD-120 29.670- 30.000 MM

MECHANICAL PROPERTIES : ACCORDING TO IS0 8923.1
TESTDATE: 2023/08/07

INSPECTIONS ITEM

CORE HARDNESS

SURFACE HARDNESS
TENSILE STRENGTH
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SAMPIfED BY: DANGMENGM

ASTMEIS
ASTM I8

ASTM Fo06/F606M  Min. 1,040 N/MM2

SPECIFIED
32-39 HRC
Max. 390 HY

Si%n "

'SAMIPLING DATE : 2023/08/08
ACTUAL RESULT  ACC. REJ.

PASSED
53.380- 53,420 MM
19,650 19,670 MM
19.680- 19.720 MM
34.080- 34,110 MM

PASSED
12.500- 12,520 MM
75.060- '75.100 MM
29.710- 29740 MM
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SAMPLING DATE : 2023/08/07
ACTUALRESULT ~ ACC. REJ.

33-36 HRC
347-368 HV

£,103-1,136 N/MM2

8

8
4

0
0
0

ALL TESTS ARE IN ACCORDANCE WITH THE METHODS PRESCRIBED IN THE APPLICABLE ASTM/SAE/ASMEMIL-STD-120
SPECIFICATION. WE CERTIFY THAT THIS DATA IS A TRUE REPRESENTATION OF INFORMATION PROVIDED BY THE
MATERIAL SUPPLIER AND QUR TESTING LABORATORY.
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