CUSTOMER .

TTMW.ING

QUALITY CERTIFICATE

DATE AUGIO 2023 :

PRODUCT:" "A325 bolt+ 2H nut + F436FW - CONTRACT NO= “19MPT062
ICIASS: 35 om T INVOICE'NOL 19MPTOT16 0" |+
SIZE: 718-9X3 W CODEN- <N
MARKING: " “F A325"~ QUANTITY:+ ~20000 PES:. o
--DlMENSiONS OF SPEC: ST
INSPECTION ITEMS STANDARD- RESULT
{ VISUAL APPEARANCE o ’ AL WORIS L
'BOD’Y'_DIAMETE"R - -'2‘2.73~21'-.6-4' e 9522102
_ SEH NO GO i | N
WIDTH ACROSS FLATS 36.53-35.41 35.5-35.7
L WIDTH ACROSS CORNERS ... | "42.16:40.36,. T A0.840 T
I MAJOR DIAMETER" 22:18:21782. 22.07-22.10 "
-t HEAD HEIGHT 14.3- 13 A9: 1/ 13.9-14.1
SCREW. LENGTH B e RT3 74.9-75.06..
THREAD LENGTH:: « riGER METL WOR BT
MECHANIOAL PROPERTIES v w7 7T
CHARACTERISTICS "STANDARD' RESULT®
Hardnéss [HR] X B V.com | @RI QUV
Wedge Strength » ~ [N/mm’)} . min.826 -.996-1012
Yield Strength [N/mm®] TN 635 735764
Elongation [%] ™ min 14 15.3-16.5
| Reduction pf area .. [%].... ,min 35 . .J2.5-54.6
ProofLoad ~~  [KN]" 1746 1746
.} Thickness. [UM] min 53 L. 54-68.
_CHEMICAL COMPOSITION(%) e - AR
/MILEHEATE RCvETL \SRKE Il TjcERPMETAL WBIE Cr7 1R NET WCriks| (Mo BT/
| wn3312085200 71041 {0220 -0.77 {}0-{3 0.006 098 ' - -
Surface coating:~ THDG! ' '
Dimml Tnspn:COMPLYING WITH - THE" STANDARD OFo | A325

The information oi chemical composition isbased on'the test "
certificate received from the steel miilor supplier \
Material deseribed in this documetit Has beeérr inspécted under the paraméteérs
set forth.and found to be in conformance with the physical requirement
We'certify the above prodiict mets specific requirement thereof)
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Quality Control Supervisor...,

Quélity Control Manager




