INSPECTION CERTIFICATE ACC.TO EN 10204 -3.1

CUSTOMER: 7TMW, INC RERPORT NO.: TD210901770

L/C'NO: LOT NO: AZJ210525B389

P/NO: P/O NO: 201010

INVOICE NO.: 7TMW210612 HEAT NO: S210318AA25

[TEM: 11602017 SIZE: U3/8’-16*4"

MARKING:, TD S304 MATERIAL: 304HC

MFR: LOT SIZE: 5760:000PCS

MECHANICAL PROPERTEES: SAMPLING PLAN: " ANSVASME B15.18
DIMENSION(UNIT:MM)

INSPECTIONITEMS SAMPLING SIZE STANDARD ACTUALRESULT “*"AC/RE
THREADLENGHT 32 25.40 25.43(min) 32/0
MAJOR DIAMETER 32 9269149 926~9:35 32/0
BODY DIAMETER 32 9.38—9.52 9.386—9:43 32/0
THICKNESS 32 5.30-5.40 5.31-5.40 32/0
LENGTH 32 100.08-~101.60 100:09-100.56 32/0
WIDTH ACROSS FLATS 32 13.70—13.85 13.756=13.80 32/0
VISUAL 80 OK OK 80/0
GO, GUAGE 32 OK OK 32/0
NO-GO GUAGE 32 OK OK 32/0

PHYSICAL PROPERTIES
INSPECTION ITEMS SAMPLING SIZE STANDARD ACTUAL RESULT. 7 1VAC/RE
CHEMICAL COMPOSITION ANALYSIS(%)
C Si Mn P S Ni Cr Mo Cu N
0.018 0.391 1.06 0.031 0.001 8.02 1812 0:07 0.72 0.048
Conclusion: Products-are judged to be qualified according to the standard.
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COUNTRY OF ORIGIN:CHINA



