INSPECTION CERTIFICATE ACC.TO EN 10204 -3.1

CUSTOMER: 7TMW INC INSPECTION NO:  TD220903747
L/C NO: LOT NO: AZJ220804B464
P/NO: HCS1030FT P/O NO: JL22070108
INVOICE NO.:CEM220831 HEATNO: 5220615AA15
ITEM: DIN933 SIZE: M10-1.5%30
MARKING: " TD A2-70 MATERIAL: 304

MFR! LOT SIZE: 26920PCS
MECHANICAL PROPERTIES:ISO3506 SAMPLING PLAN: 1503269

DIMENSION(UNIT:MM)

INSPEGTION ITEMS SAMPLING ‘SIZE STANDARD ACTUAL RESULT " AC/RE
MAJOR DIAMETER 32 9.74-9.96 9.77-9.85 32/0
THICKNESS a2 6.22:6.58 6:28:6.35 32/0
LENGTH 32 20,58-30.42 29.81:30.25 32/0
WIDTH ACROSS FLATS 32 16.73-17.00 16.79-16.81 32/0
VISUAL 80 OK oK 80/0
GO GUAGE 32 OK 0K 32/0
NO-GO GUAGE 32 OK OK 32/0

PHYSICAL PROPERTIES

INSPECTION [TEMS SAMPLING SIZE STANDARD ACTUAL RESULT . AGIRE
hEnI]_l\('))l(\ln;Shﬁ)TION AFTER FRAGTURE( . 3 g 48 &
TENSILE STRENG TH(MIN)(N/MMA2) 8 700 720 8/0
YIELD STRENGTH(MIN)(N/MM~2) 8 450 465 8/0

CHEMICAL COMPOSITION ANALYSIS(%)}
& Si Mn P S Ni Cr Mo Cu N
03 .38 1,07 036 007 8.02 18,08 043
i ;kwg $1509017 09/09/2023 171
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