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Chemical Composition (%)

Ni [0.03 "% Cu ]0.03

C 10,47 si-|0.25 Mn |0.65 p J02018 s [0.002  Cr 10.20
CreNi+Mo|0. 26
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1.4 Ult-Tensile-Strength
JEE2E ] (N/m2)  Yield Strength(N/mm2) [449
FAF AR (N/mn2) Tensile Strength (N/mm?2) | 690
Wi /5 &% (%) Elongation(%) |25.5
Wil 45 2% (%) Reduction of Area(%) |49
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s crsl-1())  Impact Absorbed Energy (J) 141 43
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1. Sh4u/g Grain Size
FL¥ B (4h) o Grain Size (Grade) [7.0
9 dedrRk4et) Non-metallic Inclusions
AJH (44)-" A(Thick) (Grade) 0.5 [0.5
ASR(ZE)  A(Thin) (Grade) [T0 |10
B (48 Bi(Thick) (Grade) (0.5 (0.5
BEH(ZR) B(Thin) (Grade} [1.0 1.0
CHL(Z%) C(Thick) (Grade) 0.0 |00
C4R () C(Thin) (Grade) 0.0 0.0
DY (48 D{Thick) (Grade) [0.07 10.0
D4H(84) D(Thin) (Grade) 0.5 0.5
B+C+DHI R .5 (L5
R+(+DIH £ 0.5 10.5
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1, {&f% Macrostructure
S(#E)  Si(Grade) |1.0
R(#) R(Grade) [1.0
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