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. Purchaser Customer No. . Record No. DLZJC-03-0
ol C233A0044D it L WY 155 ¥2305-0360782
Contract No. Name Certificate No.
EY R ' NP
Production No. €233A0044DQO02 Shape B4R () Into Depot No. E34779789
L SCM440 EaKs (T
Steel Grade . Drawing No. Weight 2. 02414
B KM QJ/DTC2. 0302-2022 W = Hk (mm)
Specification Melting Method e Size -
IRk I i 2210510294 HJ% (um) fixed length:
Designated Further N Heat No. Length 6000
ZHRA Ve -/ 1
Condition of Delivery bl License No. Bundle Number
b B R H W 20230529100825 XM
Heat Treatment Na Date of Issue ) Piece Number
— . Ak&# (%) Chemical Composition (%)
L. KRR Ar :
C |0.42 Si |0.21 Mn |0.57 P |0.0L8 S |0.005 Cr [0.98 Ni [0.04 #g, Cu |0.02
Mo 10.18 O,
~. H*%tEfiE Mechanical Property
1. fifiUlt-Tensile-Strength
HiRe 0 #E (N/mn2) "Tensile Strength(N/mm2) [1169 |1162
e BRRR ] (N/mn2)  Yield Strength(N/mm2) 981 1984
Wi 5<% (%) Elongation (%) |16 |14.5
Wiikitc4e# (%) Reduction of Area(%) 66 |78
2. #pili  Impace
M c-1¢))  Impact Absorbed Energy(J) |92 |96
T, PUWEESG  Microstructure Exammination
1. & 8 96 4<% Non“metallie Inclusions
A (%) MThin) (Grade) Mle? “I 5
A (48)<C A (Thick) (Grade) |1.0 1.0
B4 (4D’ B(Thin) (Grade) 8.0 [1.0
BIL(#%) B(Thick) (Grade) 1.5  |[¥0
ACHN (%)  C(Thin) (Grade) [0.0.10.0
WJYCHL(8®)  C(Thick) (Grade) 0.0 10.0
< D4I(4%) D(Thin) (Grade) Moo |10
DHL(4%) D(Thick) (Grade) 0.5 0.5
PY. #8#288 Macrostructure Exammination
1. f&f% Macrostructure 1 ;2
eI fabT (4) Pattern Segregation(Grade) 0.5 0.5
— M £ {8 (4%) General Spot Segregation(Grade) ] |0
— BN (48)  General Porosity(Grade) : 0.5 10.5
draffi ks (40) Central Porosity(Grade) [1.0 (1.0
i sk b Edge Spot Segregation [0.0 0.0
diMEbT Center Segregation(Grade) 0 [0
":ﬁ%: HEFR: o R A
[+]
- R iR, AP SISO R A b2 M i it 2 A
St.::.gi;m Through inspection and testing, the quality of Quality Judge: Eﬁ—ﬁ—:ﬁ-
product conforms to the stipulations of the TN
lated tract and standard :
related contract and standards. I i m




