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rchaser Customer No. Record No.
A [ -
el C238A0020D i %% R bl ¥2310-0769232
Contract No. Name Certificate No.
K8 R AERS E
Production No. C238A00200Q004 Shape B4 () Into Depot No. E46036572
g SCM440 A5 (T
Steel Grade Drawing No. Weight 17. 8041
AR EA QJ/DTC2. 0326-2023 TS kR Hiie (mn) & 36
Specification Melting Method Size
it #IE S INT 58 2310507972 K (um) fized length:
Designated Further Heat No. Length &000
2 HRE L Vi s % ”
Condition of Delivery ; License No. Bundle Number
RS R EHH 20231025084530 . 366
Heat Treatment Na Date of Issue Piece Number
-, s (%) Chemical Composition (%)
L. KRR .
C 10.41 S5i010.24 Mn |0. 86 P 1OM011 S 10,005 Cr )1 Ni |0.04 Gu |0.03
Mo |0.21
~ AEUERE Mechanical Property
Lot Tmpace
Al -1(0)  Impact Absorbéd Energy (1) 30 |98
2.t Ult-Tensile ‘Stlc 1gth :
FREARGTEE T (N/mn2)  Yield Strength (N/mm2) [990  |1001
HLATIHE (N/un2)  Tensile Strength(N/mm2) 1177|1175
Wrim W3 (%) Elongation(%) 14.5 [15.5
Wi iiAcEs 42 (%) Reduction of Area%) |81 |74
3. i Heading
£ BOHA A E (HB) Hardness |373  |370
= OWAELS Microstructure Exammination
1 4 e Je s ~Non-mwetallie Inclusions
AFE (£457 A(Thick) (Grade) foLs (0.5
AZALLED)  A(Thin) (Grade) |15~ [1.0
t B(Thick) (Grade) [0.5~]0.5
B(Thin) (Grade) |10 | 1.0
C(Thick) (Grade)} !C'. 0 0.0
C(Thin) (Grade) [0.0 |B70
JJH (#) D(Thick) (Grade) [0.0 0.0
DM (LMY  D(Thin) (Grade) |0.5 10.5
P, A Macrostrueture Exammination
1K fE  Macrostructure
S(&) S{Grade) [1.0 1.0
R(%) RiGrade) [1.0 1.0
C(4) ClGrade) [1.0 1.0
B0 ik
e e
&3 HEFR: A8 FRoPSE. & :mﬂﬁmcu#x
Bate L [Stamp ﬂf'()nﬂhly 3
p ~'\\wur?ce Deplrhncnr
F Yo g «_},_
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‘;tit{i;}nl Through inspection and tesng, the quallty of Quality Judge: EB_E':E-
' product conforms Lo the stipulations of the REATA
:lated contract and standards. 1 t
A ; Quality Manager: ﬁ h/%




