CERTIFICATE OF INSPECTION

CUSTOMER:7TMW INC INSPECTION NO:TD12092341
L/C NO: LOTNO:  ZJ120730T005
P/NO: 0 P/C NO:  SL12070054
INVOICE NO.:7TMW120901 HEAT NO: 1211733

TEM: IF1 136 SIZE: 3/8-16*12’
MARKING: NO MARKING MATERIAL: 304

MILL SUPPLIER:

LOT SIZE: 300PCS
MECHANICAL PROPERTIES:ASME/ANSIB18.18.1M  SAMPLING PLAN:ASTM F594

DIMENSION(UNIT:MM)
INSPECTION ITEMS SAMPLING SIZE  STANDARD ACTUAL MEASUREMENT ' AC/RE
LENGTH 80 3647.1-3668.1 3650-3656 80/0
MAJOR DIAMETER 80 9.26-9.49 9.26-9.30 80/0
VISUAL 80 oK oK 80/0
GO GUAGE 80 | oK oK 80/0
NO-GO GUAGE 80 oK oK 80/0
PHYSICAL PROPERTIES

INSPECTION ITEMS SAMPLING SIZE . - STANDARD ACTUAL MEASUREMENT « AC/RE
%gSILE STRENGTHMN(N " ik = B

CHEMICAL_CQMPQSI‘HON ANALYSIS(%)

c Si Mn P S Ni cr Mo Cu N
0.04 0.50 178 0037 0008 829  18.40 0.2 0.05
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