INSPECTION CERTIFICATE ACC.TO EN 10204 -3.1

CUSTOMER: 7TMW.INC

L/C NO:

P/NO: TR10

INVOICE NO.:7TMW 220831
ITEM: DIN976-1-A

MARKING: " NO MARKING
MFR:

MECHANICAL PROPERTIES:ISO3506

INSPECTION NO: __ TD220901985

LOT NO: AWC220812TO08A
P/O NO: JL22040458

HEAT NO: S220307AA08
SIZE: M10-1.5*1000
MATERIAL: 304

LOT SIZE: 5040PCS

SAMPLING PLAN: 1S0O3269

DIMENSION(UNIT: MM)

INSPECTION'ITEMS SAMPLING SIZE STANDARD ACTUAL RESULT AC/RE
MAJOR DIAMETER 32 9.74-9.96 9.79-9.89 32/0
LENGTH B2 995.5041004.50 998.00-1002.00 82/0
VISUAL 80 OK OK 80/0
GO'GUAGE S OK OK 32/0
NO-GO GUAGE 32 OK OK 32/0

PHYSICAL PROPERTIES

INSPECTION ITEMS SAMPLING SIZE STANDARD ACTUAL RESULT AC/RE
EAII_I\(I))I(\IMG“%I'ION AFTER FRACTURE( 8 4 6 870
TENSILE STRENGTH(MIN)(N/MMA2) 8 700 720 8/0
YIELD STRENGTH(MIN)(N/MM"2) 8 450 470 8/0

CHEMICAL COMPOSITION ANALYSIS(%)
C Si Mn P S Ni Cr Mo Cu N
.032 31 .84 038 003 8.06 18:32 07 052
LAg .iia?zf
¢ Y 23689 01/06/20235 11
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